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Conducting Motor Vehicle Make-Model-Year Searches  
Using the Paint Data Query (PDQ) Databases 

 
 
1  Introduction 
 
Paint Data Query (PDQ) is an automotive paint database that contains information about the 
factory-applied topcoat and undercoat (primer) paints applied to most imported and domestic 
vehicles marketed in North America.  It is reserved exclusively for law enforcement agencies 
involved in forensic investigations.  As a sourcing tool, PDQ can be used in conjunction with 
other automotive paint collections such as refinisher color chips and the FBI Laboratory’s 
National Automotive Paint File (NAPF). 
 
 
2  Scope 
 
This general procedure applies to Chemistry Unit caseworking personnel who use the PDQ 
databases for motor vehicle make-model-year searches.  Users receive hands-on training to learn 
how the database is designed, how to characterize and code various paint systems, and to gain 
the basic interpretive skills necessary to effectively evaluate the search results. 
 
 
3  Equipment/Materials/Reagents 
 
a. (Automotive) Paint Database Query (PDQi) program, current update (Royal Canadian 

Mounted Police, PDQ Maintenance team, Edmonton, Alberta, Canada) 
 
b. PDQi User’s Manual, current version will be contained within PDQi program  
 
c. PDQi Code Book, current revision (Royal Canadian Mounted Police, PDQ Maintenance 

team, Edmonton, Alberta, Canada) 
 
d. PDQi Contents Manual, most current revision (Royal Canadian Mounted Police, PDQ 

Maintenance team, Edmonton, Alberta, Canada) 
 
e. PDQi Spectral Libraries, current revision (Royal Canadian Mounted Police, PDQ 

Maintenance team, Edmonton, Alberta, Canada) 
 
f. PDQi Spectral Information Manual, current revision (Royal Canadian Mounted Police, 

PDQ Maintenance team, Edmonton, Alberta, Canada) 
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g. Bio-Rad Know-It-All spectral search software, current revision  
 
h. PC with operating system and specifications as recommended by the PDQ Maintenance 

Team 
 
 
4  Standards and Controls 
 
Validation of all data is conducted by the PDQ Maintenance Team prior to release of each 
revision. To ensure the database is installed and functioning properly, a  “QA/QC test” query is 
supplied to each user. This query is to be returned to the RCMP prior to expiration of the 
previous version of the database. 
 
 
5  Sampling or Sample Selection 
 
Not applicable. 
 
 
6  Procedure 
 
1. Utilizing Paints and Polymers Standard Operating Procedures (P&P SOPs), determine if 

a paint sample is a factory-applied, original equipment manufacturer’s (OEM) 
automotive finish.  

 
2. If the sample contains an OEM automotive finish, conduct Fourier transform infrared 

spectroscopy (FTIR) analysis of the relevant layers utilizing P&P SOP FTIR Analysis of 
Paints, Tapes, and Polymers. 

 
3. Using the IR peak assignment charts in Appendix A as a guide, code the FTIR spectrum 

of each layer.   
 
4. If sample size permits, elemental analysis can also be conducted to further characterize 

the paint layers.   
 
5. Code only inorganic information for the primer (undercoat) layer(s). 
 
6. (Optional): Assign Munsell color designations to the primer layer(s).  For details, refer to 

the P&P SOP Visual, Microscopical, and Microchemical Examination of Paint and 
Coating Evidence. 
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7. Conduct layer system queries through the PDQ database and/or search collected FTIR 
spectra using the PDQ spectral libraries. 

 
8. Evaluate potential manufacturer candidates using the P&P SOPs Conducting Color 

Comparisons Using Automotive Refinishers Color Chips and/or Conducting Motor 
Vehicle Make-Model-Year Searches Using the National Automotive Paint File (NAPF) 
Database. 

 
9. Analyze any available archived sample(s) or potential candidates using the appropriate 

P&P SOP(s) and directly compare the results to the evidentiary paint sample. 
 
 
7  Decision Criteria 
 
a. For a layer system query search: 
 

1. Evaluate the candidates acquired.  Search criteria can be adjusted to broaden or 
narrow the search results.  FTIR spectra of possible hits can be compared to 
further evaluate a candidate.   

 
2. Once the search criteria are established, determine if a particular manufacturer 

and/or assembly plant is predominant. 
 
b. For a spectral library search: 
 

1. Compare each spectral candidate to the spectrum in question.  If the spectra and 
color assignment compare favorably , that layer is considered a candidate. 

 
2. Alternatively, conduct simultaneous multilayer spectral searches in order to target 

a particular plant more efficiently. 
 
 
8  Calculations 
 
Not applicable. 
 
 
9  Measurement Uncertainty 
  
Not applicable. 
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10  Limitations 
 
a. A factory-applied, OEM automotive finish is required for a possible motor vehicle make-

model-year determination. 
 
b. Not all makes and/or years of vehicles produced by each manufacturer are present in the 

PDQ database. 
 
c. Sample size and condition can preclude conducting certain examinations, including color 

assessment and layer structure. 
 
 
11  Precautionary Statement 
 
Some data entry errors have been noted in the PDQ database. Verify search results using 
orthogonal resources when practicable. 
 
 
12  Safety 
  
Not applicable. 
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Rev. # Issue Date History 
0 06/21/06 New document that replaces previous document also titled 

Conducting Motor Vehicle Make-Model-Year Searches Using the 
Paint Data Query (PDQ) Databases. 

1 09/30/09 Updated spectral search software options, references, and 
Appendix. 

2 
 

03/14/12 
 

Updated numbers for PDQ in Section 3. Changed macroscopic and 
microscopic to macroscopical and microscopical throughout 
document as appropriate. Updated references in section 15. 

3 02/03/14 Changes made throughout document to reflect increased 
capabilities of PDQ software and functionality, new software and 
hardware requirements, edited Scope to state users should receive 
hands on training to effectively utilize PDQ, changed 
“macroscopical” to “visual” throughout, made minor editorial 
changes, and added reference. 

4 09/18/18 Modified scope, deleted “calibration” section, changed section 
titles as needed to reflect LOM or practice changes, corrections and 
grammar edits, deleted prescribed SOPs for some analyses to allow 
for flexibility and updated references. 
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Appendix A 1: 
 

 
 

                     
1 Reproduction of Table 10.2 in Beveridge, A, et al. Use of Infrared Spectroscopy for the Characterization of Paint 
Fragments.  Chapter 10 in Forensic Examination of Glass and Paint (ed. B. Caddy) Taylor and Francis: NY, 2001. 
* indicates a major peak 
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Appendix A (continued)2: 
 

 

                     
2 Reproduction of Table 10.3 in Beveridge, A., et al.  Use of Infrared Spectroscopy for the Characterization of Paint 
Fragments.  Chapter 10 in Forensic Examination of Glass and Paint (ed. B. Caddy) Taylor and Francis: NY, 2001. 
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Appendix A (continued)3: 
 

 
 

                     
3 Courtesy of Scott Ryland (retired), Florida Department of Law Enforcement, from Course entitled “Paint 
Examination and Comparison” 




